Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. . * ) he
Lakewood, Colorado (228 . Lab Report
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DB9-32637.4 ( COMPLETE ) | REFERENCE INFO: 0-85
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-632 DATE PRINTED: 30-NOV-83
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 17 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 17 2 -150 17 fAssay Prep 17

REFARKS: Final resulfs are reporfed

Corrected sample #'s are now reported.

REPORT COPIES TO: FMR. JIM BARRON INVOICE TO: MR. JIM BARRON

HR. _JTH BARRON
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Bondar-Clegg, Inc.

12980 West Cedar Dr. )
Lakewood, Colorado 80228
(303) 989-1404

- BG

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32637.4

]

Geochemical

Lab Report

: 30-NOV-83
PROJECT: Ré3-632

PAGE 1

SAMPLE
HUMBER

ELEMENT

Au
0PT

D2 R89-632-0-35

D2 R83-632-3-10
D2 R89-632-10-13
02 R83-632-15-20
D2 R89-632-20-25

{0.002
0.007
0.003
0.005
0,005

D2 R83-632-23-30
D2 R89-632-30-33
D2 R83-632-35-40
D2 R89-632-40-45
D2 R83-632-43-30

0.002
0.004
0.003
{0. 002
0.003

D2 R83-632-50-53
D2 RA3-632-33-60
D2 R89-632-60-65
b2 R83-632-63-70
D2 R89-632-70-75

0.004
0.003
0.007
{0. 002
{0.002

D2 R89-632-73-80
D2 R89-632-80-83

0.003
0.006
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Bondar-Clegg, Inc.
< 12980 West Cedar Dr.

- Lakewood, Colorado 80228
(303) 989-1404

Invoice g DOLGE4A0, Hape.

ROHM MINING CORE. |

MR« JIM BARRON D actie i KONV 859 |
F.. BOX 48%

DEADWOOD, &D

fimalyses of Gold alt $ 7.00 % 11

Sub 3 obal %4 t 3 , W 00 & ! 1 3 " r:_; ;::;

Sample HMreparation

1 4 i n - 1 . . 7"y o~ - H ’ J i t

14 vbampleE O Hesay Hrep at b ) 4 o )
£ | P S | & e 4 N/ & e o 5
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Subtotal # 3 OF e O

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorido 80228 g Lab Report
e ' BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: D83-32638.4 ( COMPLETE ) AJ | REFERENCE INFO: 85-205
CLIENT: BROHM HMINING CORP. SUBMITTED BY: J. BARRON
PROJECT: RA9-632 DATE PRINTED: 4-DEC-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
I Au Gold 24 0.002 OPT Fire Assay
SARPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 24 2 -150 24 fAssay Prep 24
Excessive Wetness 332
REMARKS: Final results are reported.
REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR. JIM BARRON




Bondar-Clegg, Inc. :
12980 West Cedar Dr. 1/.. N Geochemical
Lakewoad, Gelotato 80228 - g Lab Report
(303) 989-1404 . po
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERV

1 4-DEC-89

REPORT: D83-32638.4 3 Ra9-632°% (PAGE 1
1

SANPLE ELEMENT  Au

HUNBER UNITS ~ 0PT O Dy
‘l B T ——

D2 RBI-632-85-90 0.003 ——

D2 R83-632-30-95 0.002

D2 R89-632-95-100 (0.002

D2 R89-632-100-105 0.002

D2 R83-632-105-110 (0.002

D2 R83-632-110-115 0.012

D2 R89-632-115-120 0.006

D2 R89-632-120-125 0.006

D2 R83-632-125-130 0.006

D2 R89-632-130-135 0.007

D2 RBI-632-135-140 0.006

D2 R83I-632-140-145 (0.002

D2 R89-632-145-150 0.007

D2 R8I-632-150-155 0.005

D2 R89-632-155-160 0.011

D2 R83-632-160-165 0.015

D2 R83-632-165-170 0.002

D2 R83-632-170-175 (0.002

D2 R89-632-175-160 (0.002

D2 R83-632-180-165 (0.002

D2 R89-632-185-130 (0,002

D2 R83-632-130-195 (0.002

D2 R89-632-195-200 0.002

D2 R893-632-200-205 0.004
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BROHM MINMING CORP

MR, JIM BAORROM
L0 BOX 485

HDWOOD,

LD O

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Hage 3

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

® 168, OO
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BO“d&I'-CIegg, lnc. .
12980 West Cedar yr. oo Geoche
Lakewood, Colorado 80228 - Lab Rep()l't
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D83-32640.4 ( COMPLETE ) ] I REFERENCE INFD: 205-510
CLIENT: BROHM MINING CORP. SUBHITTED BY: J. BARRON
PROJECT: R&9-632 DATE PRINTED: 4-DEC-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold (31 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE b1 g -150 61 fAssay Prep el
Excessive Wetness &ae
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: WR. JIH BARRON

TR, JTF BARRON




BawiieChgy, I, Lt Geochemical
12980 West Cedar Zr.
Lakewood, Colorado 80228 . Bc , Lab Report
o BONDAR-CLEGG |
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 4-DEC-89

REPORT: D89-32640.4 | PROJECT: R89-632 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELERENT Au -

KUMBER UNITS ~ OPT NUBER UNITS ~ OPT 4 MHORS

b oF . r_ﬂ.-ci

D2 k89-632-205-210 0.014 D2 R8I-632-405-410 0,008 ..o T

D2 R89-632-210-215 0.012 D2 R89-632-410-415  ~0.005

D2 R89-632-215-220 0.009 D2 R89-632-415-420 0.008

D2 R83-632-220-225 0.005 D2 R89-632-420-425 0.011

D2 R89-632-225-230 (0,002 D2 R89-632-425-430 (0. 002

D2 R83-632-230-235 0.002 D2 R89-632-430-435 0.008

D2 R89-632-235-240 0.005 D2 R83-632-435-440 (0. 002

D2 R89-632-240-243 0.003 D2 R89-632-440-445 0.008

D2 R89-632-245-250 0.006 D2 R89-632-445-450 0.005

D2 R83-632-250-255 0.002 D2 R89-632-450-455 0.004

D2 R83-632-255-260 0.007 D2 R89-632-455-460 0.004

D2 R89-632-260-265 0.009 D2 R89-632-460-465 0.010

D2 R89-632-265-270 0.006 D2 R83-632-465-470 0.008

D2 R83-632-270-275 (0.002 D2 R89-632-470-475 0.009

D2 R89-632-275-260 0.009 D2 R89-632-475-480 0.013

D2 R89-632-280-285 0.005 D2 R89-632-480-485 0.011

D2 R89-632-285-290 (0. 002 D2 R89-632-485-430 0.006

D2 R83-632-230-295 0.006 D2 R89-632-430-495 0.004

D2 R83-632-295-300 0.012 D2 R89-632-495-500 0.003

D2 R83-632-300-305 (0.002 D2 R89-632-500-505 0.002

D2 R89-632-305-310 0.006 D2 R89-632-505-510 0.003

D2 R83-632-310-315 0.010

D2 R89-632-315-320 0.008

D2 R89-632-320-325 0.008

D2 R89-632-325-330 0.004

D2 R89-632-330-335 0.003

D2 R89-632-335-340 0.013

D2 RB9-632-340-345 0.006

D2 R89-632-345-350 0.004

D2 R89-632-350-355 0,006

D2 R89-632-355-360 0.005

D2 R89-632-360-365 0.012

D2 R89-632-365-370 0.007

D2 R89-632-370-375 0.004

D2 RB9-632-375-380 0.005

D2 R89-632-380-385 0.008

D2 R89-632-385-390 0.002

D2 R89-632-390-395 0.006

D2 R89-632-395-400 0.005

D2 R89-632-400-405 0.009
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Bondar-Clegg, Inc.

s 12980 West Cedar Dr.

- Lakewood, Colorado 80228
(303) 989-1404

Lnvorloce s DOLGIAB, HFape 1

SOHM MIMING CORE.
e - E30 BRERUN Date 8 H-DEC~8%
L0 BUOX 48%

DEADWOGD, SD Report How

" 1
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED






Bondar-Clegg, Inc. - Geochemical
12980 West Cec'ar Qr. . he
Lakewood, Colorado 80228 Lab Report
e BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: D83-32646.4 ( COMPLETE ) ] (47 REFERENCE INFO: 510-730
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: RA39-632 DATE PRINTED: 4-DEC-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 44 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 44 g -150 44 Assay Prep 44
Excessive Wetness 670
Sample Pickup 1
REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

iR, JIN BARKUN




Bondar-Clegg, Inc. - .
12980 Wes:e(g?gedzy'_ Dr. ! Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES -

REPORT: DA9-32646.4 | PROJECT: R89-632 PAGE 1

SAMFLE ELEHENT Au SAMPLE ELEHENT Au

NUMBER UNITS 0Pt NUMBER OPT

D2 R89-632-510-515 0.002 D2 R89-632-710-715 {0.002

D2 R89-632-515-520 {0.002 D2 R89-632-715-720 0.002

D2 R89-632-520-525 {0.002 D2 R89-632-720-725 {0.002

D2 R89-632-525-530 {0.002 D2 R89-632-725-730 {0.002

D2 R89-632-530-535 {0, 002

D2 R89-632-535-540 {0.002

D2 R89-632-540-545 {0.002

D2 R83-632-545-330 {0.002

D2 R89-632-550-555 {0.002

D2 R89-632-555-560 0.006

D2 R89-632-560-565 {0.002

D2 R89-632-565-570 {0.002

D2 R89-632-570-575 0.003

D2 R89-632-575-580 0.008

D2 R89-632-580-585 {0.002

D2 R89-632-585-590 {0.002

D2 R89-632-590-595 {0.002

D2 R83-632-595-600 {0.002

D2 R89-632-600-605 {0.002

D2 Ra89-632-605-610 0.002

D2 R&9-632-610-615 {0. 002

D2 R89-632-615-620 0.003

D2 R89-632-620-625 {0.002

D2 R83-632-625-630 {0.002

D2 R83-632-630-635 {0.002

D2 R89-632-635-640 {0.002

D2 RB9-632-640-645 {0.002

D2 R89-632-645-650 {0,002

D2 R89-632-650-655 {0.002

D2 R89-632-655-660 {0.002

D2 R89-632-660-665 {0.002

D2 R89-632-665-670 {0.002

D2 R89-632-670-675 0.004

D2 R89-632-675-680 0.004

D2 R89-632-680-685 0.002

D2 RB9-632-685-690 {0.002

D2 R89-632-690-695 {0.002

D2 R89-632-695-700 {0.002

D2 R89-632-700-705 {0.002

D2 R89-632-705-710 {0.002
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

gt - Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
Invoice 8 DO1GIGH, Hapge 1
BROMM MINING CORE
Mike JIF BARKROK ' ] 8Pl G859
Halle BOX d
DEADWOOD, &D N Mo s 3
YR T R v n
References:
44 Analyses of UGold at ¢ 7.00 14 J08.
Subtotal { S8 o i s, O
’ 2 Ferapacation
Gamples oFf Assay (R at ¢ 3.00 4 i







Bondar-Clegg gInc.

12986 West C Dr.
Lakewood, Colorado 80228
(303) 989-1404

ADIV

B

ISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

REPORT: D89-32637.4 ( COMPLETE )

I REFERENCE INFD: 0-85

CLIENT: BROHM MINING CORP.
PROJECT: R89-632

SUBMITTED BY: J. RARRON
DATE PRINTED: 27-NOV-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 17 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 17 2 -150 17 Assay Prep 17
REMARKS+Finalresultsare reported:

REPORT CORIES TO: MR. JIM BARROM
FMR. JIM BARRON

INVOICE TO: MR. JIN BARROM




Bondar-Clegg jInc. Geochemical
12980, West Cedar Dr. he
Lakewood, Colorado 80228 e ——————————t Lab Report
(303) 989-1404 g

BONDAR- 51V 1 mslr
]

4

A DIVISION OF INCHCAPE INSPECTIO! SFRI;}QI?E&SPRINTED 27 MDU 89 ‘

REPORT: D83-32637.4 PROJECT: R89-632) PAGE 1
SANPLE ELENENT  Au | i
NUMBER UNITS  OPT ; s
D2 R83-635-0-5 (0. 002 Y

D2 R89-635-5-10 0.007 b=

D2 R89-635-10-15 0.003

DR R89-635-15-20 0.005

D2 R89-635-20-25 0.005

D2 R89-635-25-30 0.002

DR R89-635-30-35 0.004

D2 R89-635-35-40 0.003

D2 RA9-635-40-45 0,002

D2 R89-635-45-50 0.005

D2 R89-635-50-55 0.004

D2 R89-635-55-60 0.003

D2 RBI-635-60-65 0.007

D2 R89-635-65-70 0,002

D2 RA9-635-70-75 (0. 002

D2 R83-635-75-80 0.003

D2 R89-635-80-85 0.006




e ——— s

r%;@!snwé’r@
L ~ NOV 301989

BROHM MINING CO.




VT UX, -« voentractor L/)/\)/’"

-

Coordinat- - Yyoed 14N 27995, 51 £ Project éj/\?/‘m”:‘/m”
Ol Type DM~ oy Al fot Casing Depth

State g P
Hole Size : Bearing._

—— Mole No /é)?%ég@ (e 74)

Shoﬂ__..o!

inchination___— 70" Date Started ////4 267 Property / ; Ee o/ce G / /7/006/00
Collar Elev. 53207 Final Deoth 73O ’ Date Completed 14//47/897 Hole Surveyed /I/O
3} GRAPHIC LOGS SO T GEOLOGIC NOTES |
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ODRAL CUTTING Lo0

Coordinates Project — Mote No.__/. 743z
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Contractor Coordinates Project Hole No. ,/ G R
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i Cantrector Coordinates

Project - | Hole No. /( /(/ //4:2
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